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Transmission of  l ight  versus tai l  length

Absorbt ion of  l ight  per meter of  f iber versus wavelength

Source of information: Schott Fibre Optics / Spectraflex

Attenuation Charts
Transmission of light in the visible spectrum through borosilicate glass Fibre Optics


